
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 9.4 1129.72 12313.505 10.9 1079.25 10765.87 9.98

Si(1,1,1) Si(0,2,2) 15.47 665.87 6802.386 10.22 447.167 4116.38 9.21

Si(1,1,1) Si(1,1,3) 18.23 476.53 3268.109 6.86 191.233 1137.69 5.95

Si(1,1,1) Si(0,0,4) 22.17 403.06 3056.931 7.58 170.574 1142.34 6.7

Si(1,1,1) Si(1,3,3) 24.28 350 1662.457 4.75 95.139 377.82 3.97

Si(1,1,1) Si(2,2,4) 27.53 310.35 1806.258 5.82 96.907 483.7 4.99

Si(1,1,1) Si(1,1,5) 29.35 284.5 1027.554 3.61 58.302 179.67 3.08

Si(1,1,1) Si(0,4,4) 32.25 256.4 1193.4 4.65 64.541 256.28 3.97

Si(1,1,1) Si(1,3,5) 33.92 238.52 692.896 2.9 39.385 95.09 2.41

Si(1,1,1) Si(0,2,6) 36.63 218.12 839.697 3.85 45.832 151.1 3.3

Si(1,1,1) Si(3,3,5) 38.21 204.28 491.922 2.41 28.702 51.55 1.8

Si(1,1,1) Si(4,4,4) 40.81 187.5 615.079 3.28 34.017 93.48 2.75

Si(1,1,1) Si(1,1,7) 42.35 176.07 361.53 2.05 23.143 33.21 1.44

Si(1,1,1) Si(1,5,5) 42.35 176.07 361.531 2.05 23.143 33.21 1.44

Si(1,1,1) Si(2,4,6) 44.9 162.46 464.956 2.86 25.734 60.5 2.35

Si(1,1,1) Si(1,3,7) 46.44 152.76 272.237 1.78 75.316 22.92 0.3

Si(1,1,1) Si(0,0,8) 49 140.41 358.976 2.56 20.287 39.05 1.92

Si(1,1,1) Si(3,3,7) 50.55 131.83 211.272 1.6 64.413 17.14 0.27

Si(1,1,1) Si(0,6,6) 53.17 120.91 282.425 2.34 16.505 27.81 1.68

Si(1,1,1) Si(1,5,7) 54.78 113 165.801 1.47 54.875 11.94 0.22

Si(1,1,1) Si(5,5,5) 54.78 113 165.801 1.47 54.876 11.94 0.22

Si(1,1,1) Si(0,4,8) 57.54 102.53 225.497 2.2 13.688 20.82 1.52

Si(1,1,1) Si(1,1,9) 59.25 95.17 131.669 1.38 46.117 9.58 0.21

Si(1,1,1) Si(4,6,6) 62.24 84.71 182.491 2.15 11.31 16.82 1.49

Si(1,1,1) Si(1,3,9) 64.14 77.68 106.068 1.37 37.666 6.98 0.19

Si(1,1,1) Si(4,4,8) 67.56 66.76 149.363 2.24 9.228 13.57 1.47

Si(1,1,1) Si(1,7,7) 69.82 59.01 86.12 1.46 28.849 6.2 0.22

Si(1,1,1) Si(0,2,10) 74.16 46.15 122.908 2.66 7.662 13.99 1.83

Si(1,1,1) Si(1,5,9) 77.37 36.31 70.786 1.95 5.131 5.56 1.08

Dia(1,1,1) Si(1,1,1) 9.4 694.98 7477.616 10.76 697.349 6875.93 9.86

Dia(1,1,1) Si(0,2,2) 15.47 457.77 4859.134 10.61 430.756 4284.36 9.95

Dia(1,1,1) Si(1,1,3) 18.23 334.28 2478.084 7.41 194.493 1233.86 6.34

Dia(1,1,1) Si(0,0,4) 22.17 296.65 2389.582 8.06 171.295 1226.36 7.16

Dia(1,1,1) Si(1,3,3) 24.28 259.47 1328.509 5.12 93.834 405.83 4.32

Dia(1,1,1) Si(2,2,4) 27.53 236.01 1475.496 6.25 96.809 518.72 5.36

Dia(1,1,1) Si(1,1,5) 29.35 216.49 848.466 3.92 57.865 191.95 3.32

Dia(1,1,1) Si(0,4,4) 32.25 199.28 1004.708 5.04 65.283 275.5 4.22

Dia(1,1,1) Si(1,3,5) 33.92 188.44 584.759 3.1 39.455 100.71 2.55

Dia(1,1,1) Si(0,2,6) 36.63 172.58 714.93 4.14 45.238 162.27 3.59

Dia(1,1,1) Si(3,3,5) 38.21 167.21 426.01 2.55 29.011 56.56 1.95

Dia(1,1,1) Si(4,4,4) 40.81 154.02 533.488 3.46 33.394 100.75 3.02

Dia(1,1,1) Si(1,1,7) 42.35 147.2 316.422 2.15 23.152 35.01 1.51

Dia(1,1,1) Si(1,5,5) 42.35 147.2 316.42 2.15 23.152 35.01 1.51

Dia(1,1,1) Si(2,4,6) 44.9 136.94 409.308 2.99 25.497 64.88 2.54

Dia(1,1,1) Si(1,3,7) 46.44 130.68 241.1 1.84 75.412 24.66 0.33

Dia(1,1,1) Si(0,0,8) 49 120.58 318.87 2.64 20.398 42.33 2.08

Dia(1,1,1) Si(3,3,7) 50.55 116.01 187.341 1.61 64.412 17.87 0.28

Dia(1,1,1) Si(0,6,6) 53.17 105.45 252.82 2.4 16.46 29.9 1.82

Dia(1,1,1) Si(1,5,7) 54.78 102.12 148.445 1.45 54.848 13.74 0.25

Dia(1,1,1) Si(5,5,5) 54.78 102.12 148.447 1.45 54.848 13.74 0.25

Dia(1,1,1) Si(0,4,8) 57.54 91.3 203.65 2.23 13.684 22.49 1.64

 Ei = 12.1 keV



Dia(1,1,1) Si(1,1,9) 59.25 88.15 119.724 1.36 229.347 10.88 0.05

Dia(1,1,1) Si(4,6,6) 62.24 76.87 167.337 2.18 212.058 17.12 0.08

Dia(1,1,1) Si(1,3,9) 64.14 72.67 97.46 1.34 67.585 8.44 0.12

Dia(1,1,1) Si(4,4,8) 67.56 61.18 137.981 2.26 156.58 14.67 0.09

Dia(1,1,1) Si(1,7,7) 69.82 55.72 80.168 1.44 52.268 6.27 0.12

Dia(1,1,1) Si(0,2,10) 74.16 42.37 115.501 2.73 7.614 15.46 2.03

Dia(1,1,1) Si(1,5,9) 77.37 34.06 66.483 1.95 91.93 5.98 0.07


